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TABLE 2-2 Approximate static relative permeabilities of magnetic

materials
Material ‘Class Relative permeability (pig)
Bismuth Diamagnetic 0.999834
Silver Diamagnetic 0.99998
Lead Diamagnetic 0.999983
Copper Diamagnetic 0.999991
Water Diamagnetic 0.999991
Vacuum Nonmagnetic 1.0
Air Paramagnetic 1.0000004
Aluminum Paramagnetic 1.00002
Nickel chloride Paramagnetic 1.00004
Palladium Paramagnetic 1.0008
Cobalt Ferromagnetic 250
Nickel Ferromagnetic 600
Mild steel Ferromagnetic 2,000
Iron Ferromagnetic 5,000
Silicon iron Ferromagnetic 7,000
Mumetal Ferromagnetic 100,000
Purified iron Ferromagnetic 200,000
Supermalloy Ferromagnetic 1,000,000
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